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ends by removing the DNA double helix beyond the
nearest neighboring P atoms and substituting a hy-
drogen atom for the removed part. A time step of 1
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34. Comparative calculations on a 2-bp duplex d(5'-GG-
3’), with sugar-phosphates, counterions and water
solvation, have shown that inclusion of water mole-
cules beyond those considered here does not modify
the quantum mechanical results in any substantial
manner.
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orbitals” with hole occupancies of 0.36 and 0.64,
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Reproducible Measurement of
Single-Molecule Conductivity

X. D. Cui,” A. Primak,?3 X. Zarate,? J. Tomfohr," O. F. Sankey,’
A. L. Moore,? T. A. Moore,? D. Gust,? G. Harris,® S. M. Lindsay’

A reliable method has been developed for making through-bond electrical
contacts to molecules. Current-voltage curves are quantized as integer mul-
tiples of one fundamental curve, an observation used to identify single-mol-
ecule contacts. The resistance of a single octanedithiol molecule was 900 *+ 50
megohms, based on measurements on more than 1000 single molecules. In
contrast, nonbonded contacts to octanethiol monolayers were at least four
orders of magnitude more resistive, less reproducible, and had a different
voltage dependence, demonstrating that the measurement of intrinsic molec-
ular properties requires chemically bonded contacts.

Wiring a single molecule into an electrical
circuit by chemically bonding each end to a
metal conductor is a key requirement for
molecule-based electronics. Although con-
ceptually simple, this goal has proven elu-
sive. The variety of methods for contacting
molecules includes bonding dithiolated mol-
ecules into break junctions (/), dipping
nanotubes into a mercury pool (2), touching
molecules in an insulating matrix with a con-
ducting atomic force microscope (AFM) (3),
using a scanning tunneling microscope
(STM) to connect to gold particles attached to
dithiolated monolayers (4, 5), and contacting
two monolayers together with a mercury-
drop electrode (6). These pioneering experi-
ments have demonstrated that unambiguous

"Department of Physics and Astronomy, ?Department
of Chemistry and Biochemistry, Arizona State Univer-
sity, Tempe, AZ 85287, USA. 3Motorola, 2100 East
Elliot Road, AZ34/EL 704, Tempe, AZ 85284, USA.

contact to a single molecule is difficult to
achieve, as shown by large disparities in con-
ductivities reported for identical (7, &) or
similar (/, 9) molecules. Measured currents
can be very sensitive to applied stress (3, 10,
11), and calculated conductivity can disagree
with experimental results by several orders of
magnitude (/2). In many cases, electrical
connections to the molecules have been made
via nonbonded mechanical contacts rather
than chemical bonds, and it is likely that this
may account for some of the discrepancies.
Here we report a reliable method for
chemically bonding metal contacts to either
end of an isolated molecule and measuring
the current-voltage /(V') characteristics of the
resulting circuit. Molecules of 1,8-octanedi-
thiol were inserted into an octanethiol mono-
layer [on Au(111)] using a replacement reac-
tion (/3) whereby one of the two thiol groups
becomes chemically bound to the gold sub-
strate (/4—17). The octanethiol monolayer
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acts as a molecular insulator, isolating the
dithiol molecules from one another. The thiol
groups at the top of the film were derivatized
by incubating the monolayer with a suspen-
sion of gold nanoparticles (/7). A gold-coat-
ed conducting AFM probe was used to locate
and contact individual particles bonded to the
monolayer (Fig. 1A).

1(V) measurements made on over 4000
nanoparticles produced only five distinct
families of curves. Representative curves
from each family are shown in Fig. 1B. The
curves correspond to multiples of a funda-
mental curve, lying on this fundamental
curve when divided by the appropriate in-
teger (Fig. 1C). To test for this property in
all of the measured curves, we found values
of a continuous divisor, X, that minimized
the variance between the fundamental data
set and all others. A histogram of 4600
values of X (Fig. 1D) shows that it is
sharply peaked at the integer values 1, 2, 3,
4, and 5 (with a negligible number of high-
er values not shown). The fundamental set,
containing more than 1000 curves, is as-
cribed to assemblies in which a single di-
thiol molecule links the gold nanoparticle
to the underlying gold substrate.

The I(V) characteristics of the dithiol mol-
ecules bound to the gold nanoparticles differ
dramatically from those of alkanethiols that
are contacted through nonbonded interactions
with the AFM tip. Figure 2A shows a mea-
sured /(V') curve for a bonded contact to a
single dithiol molecule (current is on a log
scale). An (V') curve measured with a non-
bonded contact to the octanethiol monolayer
is also shown. The current through the bond-
ed contact is not only much larger but also
has a very different voltage dependence. For
nonbonded contacts, the experimentally ob-
served /(V') characteristics are dominated by
the contact rather than by intrinsic molecular
properties. In the ohmic region (between
*0.1 V) the single molecule has a resistance
of 900 (=50) megohm. In the same voltage
range, measurement of the resistance of the
nonbonded contact is limited by noise, but
the resistance is at least 10* gigohm (at a
contact stress of 1 GPa).

A theoretical single-molecule /(V) curve
was calculated with scattering theory (/8—20)
carried out self-consistently so as to avoid the
need for fitting parameters such as the energy
difference between the metallic Fermi energy
and a molecular orbital. The results of this
calculation are shown on a log scale in Fig.
2A. The shapes of the calculated and mea-
sured curves are in agreement, and the abso-
lute values of current agree to within a factor
of 6. This represents a remarkable improve-
ment relative to previous comparisons of cal-
culated and measured molecular conductivity
[for example, a factor of 500 (/2)]. Simula-
tions were also carried out for a nonbonded
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Fig. 1. (A) Schematic
representation of the

experiment. The sulfur
atoms (red dots) of
octanethiols bind to a
sheet of gold atoms
(yellow dots), and the
octyl chains (black
dots) form a monolay-
er. The second sulfur
atom of a 1,8-oc-
tanedithiol molecule
inserted into  the
monolayer binds to a
gold nanoparticle,
which in turn is con-
tacted by the gold tip
of the conducting
AFM. (B) /(V) curves
measured with the ap-
paratus diagrammed
in (A). The five curves

Current (nA)

shown are representa-

e (V). that re - D Lo o &2 10
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damental curve, (V). - . . I

It is sharply peaked at 1.0 05 00 05 1.0 012 3 45
integer values 1.00 + Tip bias (V) Current divisor X

0.07 (1256 curves),

2.00 * 0.14 (932 curves), 3.00 = 0.10 (1002 curves), 4.00 * 0.10 (396 curves) and 5.00 * 0.13
(993 curves). (Spreads are *1 SD.) Of 4579 randomly chosen curves, over 25% correspond to the
X = 1 (single-molecule) peak. No obvious correlation was noted between particle size and number
of molecules contacted. Conducting atomic force microscopy data were acquired with a PicoSPM
microscope (Molecular Imaging) using silicon cantilevers (spring constant, 0.35 N/m) sputter-
coated with 5 nm of chromium followed by 50 nm of gold. Imaging was done under toluene in a

nitrogen atmosphere.

monothiol with the terminal methyl group
positioned near a gold surface. The results
were similar to the dithiol simulation, rather
than the measured curve (Fig. 2A), but de-
pend strongly on the exact placement of the
methyl group with respect to the gold. This
placement is difficult to determine theoreti-
cally in the absence of bond formation.

A key factor permitting identification of
the fundamental curves in Fig. 1 is the lack of
dependence on contact force for these chem-
ically bonded contacts, as shown in Fig. 2B
(dashed line). In contrast, nonbonded con-
tacts made by moving the tip onto the alkane-
thiol monolayer (dotted line) show the strong
force dependence previously reported (3, 10,
11). The stress on the monolayer is probably
somewhat higher when contact is made
through a gold nanoparticle rather than by
direct contact with the AFM, because the
particles are smaller than the end radius of the
AFM probe (measured to be about 10 nm by

scanning electron microscopy). Thus, the
monolayer must undergo substantial defor-
mation in both cases. The lack of force de-
pendence of the chemically bonded contact
implies that (i) interatomic distances within a
molecule do not change much as the film is
stressed, which is consistent with simulations
of deformation in alkanethiol monolayers
(21); and (ii) the bonds between the molecule
and the metal do not change substantially
either.

The physical structures of the monolay-
ers investigated here were characterized by
means of scanning tunneling microscopy.
An image of the alkanethiol monolayer
with inserted dithiol molecules (bright
spots) is shown in Fig. 3A. It has been
suggested that desorption of alkanethiols
from a gold surface might occur via a di-
sulfide (22). Although this process could
lead to the insertion of a pair of octanedi-
thiols, some of these molecules could in
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Fig. 2. (A) Current (on a log scale) as a function
of voltage as calculated from first principles
with no adjustable parameters (dashed line), as
measured for a bonded single molecule (solid
line), and for a nonbonded contact (contact
force = 6 nN) to the surrounding octanethiol
matrix (broken line) (noise-dominated data at
low bias are suppressed). (B) Current and force
measured as a conducting AFM cantilever (bi-
ased at +1 V) is moved toward the sample
surface. Nominal contact is achieved at O dis-
tance, and negative values imply continued
motion toward the Au(111) interface. When
the probe approaches a gold nanoparticle, the
current (dashed line) through the nanoparticle
jumps to its final value on contact. When the
surrounding octanethiol matrix is contacted,
current (dots) is much smaller and depends on
force (heavy solid line).

turn desorb in pairwise fashion with an
adjacent octanethiol, still leading to a (per-
haps small) single-molecule “fundamental”
peak shown in Fig. 1C. This possibility,
coupled with the narrow peak widths and
the population distribution (see legend to
Fig. 3), render remote the possibility that
the fundamental curve in Fig. 1 represents
two molecules. After incubation with the
suspension of gold nanoparticles, isolated
conducting particles of gold attached to the
monolayer were observed (Fig. 3B). Con-
trol experiments showed that a pure 1,8-
octanedithiol monolayer (Fig. 3C) became
covered by large gold aggregates when
treated with the nanoparticle suspension
(Fig. 3D), whereas the pure octanethiol
monolayer was unaffected (Fig. 3E). Thus,
the gold particles only attached to the in-
serted octanedithiol molecules in the mixed
monolayer.

Our approach to measuring molecular
conductivity avoids the effects of variations
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Fig. 3. STM images of (A) 1,8-octanedithiol molecules inserted into an octanethiol monolayer.
Arrows point to the protruding thiols (shown at molecular resolution in the inset). The bright spots
increase in density, but not in apparent size, with increasing dithiol exposure. (B) A mixed
monolayer similar to that shown in (A) after incubation with gold nanoparticles that attached to
the protruding thiols (the apparent diameter of the particles is increased owing to the finite size
of the STM tip). The density of attached gold particles is of the same order of magnitude as the
density of protruding thiols measured in (A). Controls are shown in (C) through (E). (C) Pure
1,8-octanedithiol monolayer. (D) The same monolayer after incubation with the gold nanoparticle
suspension and rinsing, showing that the whole surface is covered with large gold aggregates. (E)
A pure octanethiol monolayer subjected to the same treatment, showing that no gold particles are
bound. All STM images were obtained with electrochemically etched Ptlr tips using a PicoSPM with
the sample under toluene and operating in a dry nitrogen environment.

in contact force and other problems encoun-
tered with nonbonded contacts. Nonbonded
molecular contacts are found to be highly
resistive and to have /(}') characteristics that
are quite different from those of molecules
with bonded contacts, showing that the non-
bonded contact dominates electrical proper-
ties. In contrast, the bonded contacts are high-
ly reproducible and lead to measurements
that are in much better agreement with first-
principles simulations without adjustable pa-
rameters. This approach is straightforward
and easily applied to other types of mole-
cules, opening a new avenue for exploring
molecular electronics.
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Present-Day Crustal Deformation
in China Constrained by Global
Positioning System
Measurements
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Global Positioning System (GPS) measurements in China indicate that crustal
shortening accommodates most of India’s penetration into Eurasia. Deforma-
tion within the Tibetan Plateau and its margins, the Himalaya, the Altyn Tagh,
and the Qilian Shan, absorbs more than 90% of the relative motion between
the Indian and Eurasian plates. Internal shortening of the Tibetan plateau itself
accounts for more than one-third of the total convergence. However, the
Tibetan plateau south of the Kunlun and Ganzi-Mani faults is moving eastward
relative to both India and Eurasia. This movement is accommodated through
rotation of material around the eastern Syntaxis. The North China and South
China blocks, east of the Tibetan Plateau, move coherently east-southeastward
at rates of 2 to 8 millimeters per year and 6 to 11 millimeters per year,
respectively, with respect to the stable Eurasia.

Asia is a modern example of large-scale con-
tinental deformation (Fig. 1) and an ideal
natural laboratory for its studies. Unfortu-
nately, much of the region is remote, and thus
the kinematics of Asia has been, until recent-
ly, poorly understood. Although much of its
late Cenozoic deformation is explained by the
collision and subsequent penetration of India
into Eurasia (/), how Eurasia deforms in
response to the collision is still subject to
debate (2, 3), and a complete kinematic de-
scription of deformation over the entire re-
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gion has not been available. Existing kine-
matic models (4, 5) rely on sparse data sets
that can only describe the complex deforma-
tion of Eurasia on length scales of 200 km or
larger, and lack data from critical regions. We
present a synthesis of GPS velocities in China
and its vicinity that provides new insights
into the kinematics of Eurasia.

Much of the actively deforming part of
Eurasia lies within China, including the Ti-
betan plateau, and parts of the Himalaya,
Tian Shan, and Pamir mountain ranges (Fig.
1). Since the early 1990s, several regional
GPS networks for active tectonic studies
were established in China and neighboring
regions (6—15). These networks were sur-
veyed in campaign mode, usually at 1- to
2-year intervals. Each individual network
was originally designed to address local prob-
lems, and it has been difficult to merge the
data together, due to different data analysis
strategies. We obtain a self-consistent veloc-
ity field by analyzing the original raw data
from several different regional networks and
merging them into a self-consistent solution.

We combined original data from GPS
campaigns carried out between 1991 and
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2001 by 10 Chinese and U.S. agencies or
universities (/6). The regional GPS data were
combined with continuous tracking data from
a well-distributed set of global International
GPS Service (IGS) stations using the GIPSY
software (/7). For data observed between
1991 and 1995, we used a global solution
strategy in which parameters associated with
GPS satellite orbits were estimated together
with all station coordinates (/8). A projection
operator was applied to the covariance matrix
to remove the components of the covariance
matrix that are purely due to reference frame
uncertainty (/9). For data observed after
1995, a regional solution strategy was adopt-
ed, using fixed orbits and satellite clocks
provided by NASA’s Jet Propulsion Labora-
tory (20). A subset of IGS stations was used
in the regional solutions (27). Next, the daily
free network solutions were each transformed
into the ITRF97 (International Terrestrial
Reference Frame, epoch 1997.0) by estimat-
ing a seven-parameter similarity transforma-
tion for each (22). We estimated the transfor-
mation for each day, on the basis of the
common stations that are present both in
ITRF97 and in the daily solution, and weight-
ed each station by their respective uncertain-
ties. The 1250 daily solutions were used as
data to determine the station velocities and
station coordinates at epoch 1995.0 by a stan-
dard weighted least-squares adjustment (23).
The velocities in ITRF97 were then trans-
formed into velocities in a Eurasia-fixed ref-
erence frame (24). The aggregate velocity
solution of 354 stations (25) provides an im-
age, to date, of present-day crustal deforma-
tion in Asia (Fig. 2). The velocity solutions in
both ITRF97 and Eurasia-fixed frames are
available at Science’s Web site (26). Most
velocity uncertainties, propagated by the er-
rors of Eurasia rotation parameters, are in the
range of 1 to 4 mm/year, except some stations
with an observation interval shorter than 1.5
years. The mean uncertainties in northward
velocities relative to Eurasia are 2.2 mm/year
and 2.4 mm/year for eastward components.
Stations located on the northern Ganges
plains, south of the Himalaya, show north-
ward movement (N19°-22°E) at a rate of 36
to 38 mm/year with respect to stable Eurasia
(27), consistent with some previous studies
(5, 13, 28). Bangalore (station IISC) in south-
ern India has a velocity of 35.9 = 1.0 mm/
year in the direction of N26.9° = 1.7°E. The
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